
(J~~~~~~~~~ FAD

TECHNICAL REPORT ARLCB-TR-77035

EVALUATION OF 155MM M1Y~ TUBE FORGING PRODUCERS

J. Passmore

July 1977

US ARMY ARMAMENT RESEARCH AND DEV ELOPMENT COMMANDU LARGE cALIBE : WEAPON SYSTEM LAB0:ToRv 

CT
AMCMS No 3210 16 0015

Pron No. M7-5-P4850-Ol-M7-M7

APPROVED FOR PUBLIC RELEASE; DISTRIBUTION UNLIMITED

1 w
U

C-,

IL 
_ _



D I SCLAIMER

Tht’ findings in this report are not to be construed as an official

Pepartment of the Army position unless so designated by other

authorized documents.

The use of trade name(s) and/or manufacturer(s) in this report does

not constitute an official indorsement or approval.
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I N T R O D U C T  ION

The 155mm howitzer , M199 , is one of the n ewes t weapon s

to be manufactured at the Watervliet Arsenal. Full production

of this tube will be starting shortly, and as a result of this

p la nned produc ti on , vendors will be asked to submit bids for

the f urnishing of XM 199 gun tube forg ings.

An investi ga t ion to de term ine a vend or ’s ability to pro-

duce an acceptable tube forging was undertaken. To determine

e ach vendo r ’s ability to produce an acceptable tube forging ,

each pro sp e c ti ve v e n d o r  w as a s k e d  to sup p l y  one XM 199 g un

tube forging for qualification tests. These tests would

determine if the vendor could meet the material requirements

required by the specification and , a l s o , would determine the

uniformity of the material’ s p r o p e r t i e s .

Bids were reques ted from prospec t ive vendors of gun tube

fo rgi ngs for the produc t ion of a s ingle gun tu be forg ing.

Two vendor s responded and e ach provided one tube forg ing f o r

test purposes.

P R O C E D U R E

Each forg ing was sec t ioned along it s length by ta kin g

t est discs Located perpendicular to the tube ’s axis. From

each test disc , four (4) tensile and four (4) Charpy speci-

mens were taken to determine the mechanical properties at

that point in the tube. Two different specimen orientations 1
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we re tes ted , transverse and longitudinal , the longitudinal

spec imens being parallel to the axis or bore of the tube.

Locations of the test discs and transverse specimen s in

each di sc are sh own in F i gu res 1 and 2 .

Chemical analyses were performed upon the Charpy speci-

mens exhibiting the lowest impact strength for each trans-

verse  di sc to de term ine i f there were any s i gnificant segre-

ga ti o n .  Me t al lo g r a p h y  was  a l s o  p e r f o r m ed on r and om p i e ces

of material obtained from each forging to determine the

microstructure of that forging.

RESULTS AND DISCUSSION

The r e s u l t s of the  m e c h a n i c a l  t es t s , the vendo rs ’ test

data , and the chemical analyses are tabulated in Tables 1 -

3. A graphical presentation of the results for the mechani-

cal tests are given in Figures 3-6. Each graph presents the

minimum and/or maximum values as determined by the appropriate

spec i f i ca t ion 1 , the mech anical properties found as a result

of t es ti ng each v en dor ’s forg ing, and the physical location

of the disc in the tube. Mechanical properties are graphi-

cally presented for three (3) values only, the hi gh e s t value ,

the average va lue , and the lowest value from each disc.

1 . M IL-S-46119A(MR) dated 7 March 1973 .
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For  Ve ndo r A , the average transverse yield strength

at the breech end of the tube was 172.6 ksi and progressively

decreased to an average yield strength of 169.3 ksi at the

muzzle end. The largest variance within a specific disc

was 6 ksi for Disc H. The transverse reduction in area

(~,RA) varied from a disc averaging 42.8% to a disc averaging

only 27.0% for a variance of 15.8% along the length of the

t u b e  w i t h  no p a t t e r n  a t t r i b u t e d  t o  t h e  p o s i t i o n  in  t h e  t u b e

f o r g i n g .  Even  w i t h i n  one  d i s c , D i s c  C , ‘iRA v a r i e d  2 2 . ( °5

between specimens. Three (3) of the twenty -four (241 trans-

verse specimens did not meet the military requirement of

25% RA minimum. The minimum value was 23.2%. Impact

properties of the tube were fairly uniform along the length

of the tube with the lowest value being a marginal 16.8

ft-lb and the hi ghest value being 23.4 ft-lb. Based upon

a sample of this vendor ’s records of current M185 ~un tube

forging production , the marginal impact strengths and low

RA’ s were found to be not unusual occurrences.

For Vendor B , the average transverse yield strength

varied from a low of 171.4 ksi to a hi gh of 17( .9 ksi

with the largest variance within a single disc being 6 ksi

for Disc F. The average %RA of the gun tube s h o w e d  cx -

ce l lent uniformity along the tube ’s length , with a 
spread 3



cf only 4.2% in average RA. The largest v a r i a t i o n  within a

single disc was 7.5% for Disc J. Average transverse impact

properties were consistently above 26 ft-lb with a hi gh

average of 33.9 ft-lb for Disc D.

Vendor A ’s data showed good agreement with the test

results except for the impact properties , w h e re 50% of  t h e

test results were lower than the lowest impact strength

report ed b y this vendor. Vendor B’ s da ta sh ow ed e x c e l l e n t

agreement with the test data for all properties.

The chemical analyses taken from each tube were uniform

along the length of both forg ings. Both vendors ’ forgings

showed a micros tructure consisting of tempered martensite ,

Fi gures 7 and 8.

CON C L U S I O N S

Vendor A’ s f o r ging h ad good y i e l d  st r e n g ths , marginal

impact strengths , and %RA’ s which varied widely with location

in the forging. Three (3) of the twenty-four (24) ‘iRA’ s d i d

not meet the minimum requirements set by military specifi-

ca ti ons . The marg inal impac t s t ren gt hs and low °o RA’ s were

found to be not unusual occurrences for this vendor.

Vendor B’ s forgings had , on an ave rage , higher yield

strengths , impact strengths , and  °0RA ’ s than Vendo r A ’ s

for gi ng . Not only were Vendor B’ s RA’ s hi gher than Vendor

A ’ s RA’ s , but they were more uniform. As a result of tests ,

4
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Vendor B’ s M199 forg ing met the appropriate military speci-

f i c a t i o n s  in a l l  c a s e s .

W h i l e  t h e s e  t e s t s  w e r e  n o t  m e a n t  to  a p p r o v e  or d . s a p p r o v e

a v e n d o r , t h e y  do i n d i c a t e  t h a t  V e n d o r  B is c a p a b l e  of pro-

ducing a high quality tube , while Vendor A shows a potential

f o r  s u p p l y i n g  t u b e s  w i t h  l o w e r  d u c t i l i t y  t h a n  r e q u i r e d .

5
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TABLE 1. MECHAN I CAL PROPERTIES - VENDOR A

DISC LOCATION O.l’~ YS PA CVN
(KS I) (00)  (FT-LB)

Requirement 160/180 25 15

A 169.6 35.4 21 .2
169.3 33.6 19.3
168.7 31.4 17 . 0

B* 169.3 63.2 37.8
168.3 61.5 36.7
167.8 60.4 34.8

C 170.2 40.3 21.3
169.0 30.6 19.0
167.8 23 .7  17.6

0 171.7 46 .2  23. 4
170.3 42 .8  22 . 3
168.4 37.7 21.3

E* 170.8 61.6 38.0
169.4 60.3 37.7
167.8 58.3 37.3

F 172.9  38.5 19.5
171.3 33.4 18.9
170.8 26.6 17.7

G 173.8 31.8 21.0
173.0 27 .0  19.9
171.7 23 .2  18.7

172.0 63 .2 37.0
169.7 61 .3 35.6
166.0 58.7 33.7

J 173.8 35.8 19.0
172.6 30.6 17.8
170.8 23. 7 16.8

6
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TABLE 1. MECh ANICAL PROPERTIES - VENDOR A (con t )

DISC LOCATION 0.1°~ YS RA CVN
(KSI) (‘a) (FT-LB)

Requirement 160/180 25 15

Vendor 170.5 35.0 33.0
(Breech ) 168.9 32.5 25..I

168.1 2’.s 22 0

Vendor 1i 2 . 1  32 .8  2 1 . 0
(Mu: : le )  170.1 28 .6 2 0 . 2

168.5 25. -I 19.5

*Denotes longi tudinal  specimens

NOTE : Value s g iven represent high , average , and low
v a l u es fo r each d i sc .

7
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TABLE 2. ~ILC l IANJCAL PROPERTIES - VENDOR B

PT~ C LOCATION 0 .1°, YS PA CVN
(KSI) (%) (FT—LB)

Requi rement 160/ 180 25 15

176.5 45.4 28.0
175 .6 42.1 26.2
174.8 39.8 24.8

176 .5 60 .0 42 .3
175.5 58.0 39.7
174 .1 57.2 33.6

C 172.0 47 8 31.6
171.4 43~~7 31.0
170.8 41 2 30.0

0 174.7 4 7 . 0  36.0
174.3 44.4 33.9
173 .2 41.6 32.7

176 .2 59 .2 43 .5
174.5 58.3 42.5
171.7 57.5 41.8

F 178.0 43.6 32.0
175 .9 41.9 29 .6
172 .0 40 .3 28 .0

G 17 7.1 48.3 31.2
176.9 46.1 30.5
176.8 43.6 30.0

174 .7  61 .6 45 .0
174.0 60.4 43.4
173 .2  58.3 4 2 . 0

176.8 4 7 .8  27 .5
175.0 4 5 .2  2 7 . 0
173.2 40.3 2 6 . 3

8 
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TABLE 2 . MECHAN I CAL P ROP ER T IES - VEND OR B (c on t )

DISC LOCATION 0 . 1 %  VS RA CNN
(KS I ) (%) (FT-LB)

Requirement 160/ 180 25 15

Vendor 173.0 46.5 29.5
(Breech) 171 .9 44 .2 28.7

170.5 40.7 28.0

Vendor 172 .2 45 .7 29. 5
(M u z z l e )  171.7 45.5 28.6

170.5 45.3 27.0

*Denotes long i tud ina l  specimens

NOTE : Values given represent high , average ,
and low values for each disc.

9



TABLE 3. CHEMICA L ANALYSES*

C Mn P S Si Ni Cr Mo V

Vendo r A .34 .47 .013 . 004 .11 2 .94  1.01 .44 .09

Disc A .34 .51 .006 .008 .12 2.96 1.01 .46 .09

C .33 .55 .005 .005 .13 2.72 1.01 .46 .09

D .33 .51 .006 .006 .12 2.82 1.01 .46 .09

F .34 .50 .006 .012 .12 2.85 1.01 .46 .09

G .34 .52 .010 .014 .12 2.85 1.01 .46 .09

J .33 .51 .007 .008 .12 2.87 1.01 .46 .09

Vendor 8 .32 .59 .008 .007 .19 2 .43 .97 .54 . 13

Disc A .34 .67 .007 .008 .25 2.43 .99 .60 .13

C .31 .67 .008 .007 .25 2 .48 1.00 . 60 .13

D .31 .67 .007 .004 .25 2.51 1.0 - -) .60 .13

F .32 .63 .007 .007 .24 2.50 1.00 .59 .13

C .32 .65 .007 .004 .24 2 .47  .99 .58 .15

J .34 .65 .007 .006 .25 2.53 1.00 .60 .15

*NOTE : Al l  values  are expressed in weight percent .

10
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